
 

SECTION 1072 
 

DAMPPROOFING AND WATERPROOFING MATERIAL 
 
 

1072.1  Scope.  These specifications cover material for dampproofing concrete structures and 
waterproofing concrete railroad bridge decks. 
 
1072.2  Bituminous Prime Coat. 
 
1072.2.1  Asphalt primer shall comply with the requirements of ASTM D 41. 
 
1072.2.2  Creosote primer shall comply with the requirements of ASTM D 43. 
 
1072.3  Bituminous Mop Coat.  The bitumen shall consist of asphalt or coal-tar bitumen.  
The type of bitumen used for mopping shall be the same as that used for treatment of the 
fabric. 
 
1072.3.1  Asphalt shall comply with the requirements of ASTM D 449, Type II. 
 
1072.3.2  Coal-tar bitumen shall comply with the requirements of ASTM D 450, Type III. 
 
1072.4  Fabric.  Bitumen-treated cotton fabric shall comply with the requirements of ASTM 
D 173. 
 
1072.5  Asphalt Plank.  Asphalt plank shall comply with the requirements of ASTM D 517. 


